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CUSTOMER NAME: SHENZHEN ZHIHONG TEXTILE CO.,LTD 

ADDRESS: 1 BUILDING, 1 LANE ,5 INDUSTRIAL ZONE, SHA BEI LI VILLAGE, 

LONG GANG DISTRICT, SHEN ZHEN CITY, CHINA. 

 

Sample Name : HIGH TEMPERATURE FLAM RETARDANT PPS HOOK AND LOOP 

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client. 

************* 
SGS Ref. No. : GZIN2304001144PL01 

Date of Receipt  : Apr 18, 2023 

Testing Start Date  : Apr 18, 2023 

Testing End Date : Apr 24, 2023 

Test result(s) : For further details, please refer to the following page(s) 
(Unless otherwise stated the results shown in this test report refer only 
to the sample(s) tested) 

 

Signed for 
SGS-CSTC Standards Technical 
Services Co., Ltd. Guangzhou Branch 

 

Kelly Lee 

Authorized signatory 
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Summary of Results: 

No. Test Item  Test Method Result Conclusion  

1 Heat Resistance Provided by client See result  /  

 

Note: Pass : Meet the requirements; 

Fail : Does not meet the requirements; 

/ : Not Apply to the judgment. 

 

Original Sample Photo:  

  

Original sample A Original sample B 
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Test Item: Heat Resistance 

Sample Description: Bar 

Test Method: Provided by client 

Test Condition:  

Sample A-Specimen: 200mm×25mm 

Sample B-Specimen: 200mm×25mm 

Heat ageing condition: 260℃,5min→(23±2)℃,(50±5)%RH，4h 

Lab Environmental Condition:(23±2)℃,(50±5)%RH 

Test Result: 

Sample Test Item Result 

A 
Appearance 

No ignition or melting 

B No ignition or melting 

A 

Heat Shrinkage 

Length 1.5% 

Width 1.6% 

B 
Length 1.4% 

Width 1.2% 

Note： 

1. Heat Shrinkage，%= (Dimension before heating - Dimension after heating)/ Dimension before 

heating×100 

2. Test specimens were cut from the sample. 

  



 
 

 

 
 

TEST REPORT 
No.   : GZMR230400973801 

Date : Apr 24, 2023 

Page: 4 of  5 

 

 

Test Photo: 

 
During Test 

  
Before Test - Sample A Reference sample         After Test - Sample A 
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Before Test - Sample B Reference sample         After Test - Sample B 

 

Equipment Information:  

Equipment Model Equipment No. Calibration date 
Next Calibration 

date 

Oven UF450plus GZMR-PL-E230 2022-05-23 2023-05-22 

Digital Vernier 

Caliper  
CD-12’’C GZMR-PL-E041-10 2022-08-26 2023-08-25 

 

  
******** End of report******** 
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